NordisK Svejse Kontrol als @ DANAK

TEST Reg.nr. 445

Visual Examination / Visuel kontrol

Client / Kunde . File No./Sag nr.  Report No. / Rapport nr.
Vandborg Karosserifabrik 61384 VTo1
Contractor / Entreprengr Date / Dato Page / Side

feb-Marts.15 1 of/af 1
Object / Objekt Drawing No. / Tegning nr.
rek nr :Lemvig Sejlklub -
Kransgjle 10ars Eftersyn. Material / Materiale

CcS
Supplementary information (without liability, see note) / Supplerende oplysninger (uden ansvar, se note)
Weld process 111 121 141 135/131 < 136/138 311 Other
Svejseproces L smaw 0 saw O graw O cwaw FCAW O orw T Anget
Weld preparation / Fugegeometri Other / Andet | PWHT / Varmebehandling | Time of examination / Tidsp. for unders.
OxOvyQuOovidxkd Xrw ] Yes No +94 Hours after welding

Ja <l Nej Timer efter svejsning

Reinforcement ; As welded < Ground Surface condition — Ground gz Smooth Coarse
Vulst hgjde Som svejst Slebet Overflade beskaffenhed Slebet Jesvn O Grov

Examination procedure

Undersagelses procedure DS/EN ISO 17637:2011

Accept criteria .

Accept kriterier DS/EN 1SO 5817:2014 /C

gﬁiﬁg 5% [110% [120% [K100% [1 %

Equipment 54 Weld gauge 2 Torch N Sliding gauge Other

Udstyr “= Svejselere = Lygte Skydeleere Andet
5 Examination of finished welds 0 Examination during welding

Kontrol af faerdige svejsninger Kontrol under svejsning

Extent of examination / Undersggelsesomfang
100% Kontrol udfert pa udvendigside af Kransgjle.

il information og angives kun i den udstraskning, de er tilgeengelige og relevante. Deres angivelse pa neervesrende markrapport kan ikke betragtes som en verifikation af deres rigtighed.

Note: Oplysningerne i de gré felter er til

Note: The grey fields supply available, relevant information for guidance only. The giving of such Information in this Field Report should not be considered as verificatian of its accuracy.

Result of examination / Undersggelsens resultat
Accepteres iht standard.

) ;
Rep. marked / Rep. meerket | Check of / Kontrol af Enclosures / Bilag Inspecigy/ Inspekiar Cert. No. /nr.
] On object/ P& objekt | ] Grinding / Slibning None / Ingen St ayq ; 0416-N2
[] On sketch / P4 skitse | [] Repair/ Reparation |[] No./Antal 3 Date / Dato
e 04.03.2015
Remarks / Bemeerkninger Inspegcior Cert. No./nr.
# ,gia Jepsen 0416-N2
Assi#t?ﬁ / Assistent Cert. No. / nr.
Nordisk Svejse Kontrol A/S | Hammeren 5 | 6715 Esbjerg N 4 NSK VT 001 R5 19.02.15

e-mail: nsk@nskas.dk | Tif.: +45 7524 6960
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Ultrasonic / Ultralyd

ERNE 4J '
| ‘f ~——@_‘ﬁ Kl
Position | 1 2 3 4 5 6 7 8 9 | 10 Position | 11 | 12
Probe cd | cd a a Probe
Extent of examination / Undersggelsesomfang
5% af ny rundsem kontrollet.(Kransgijle er forlanget med et nyt sveb)

=SB

3114|156 | 16

Result of examination / Undersggelsens resultat
Accepteres iht Standard.

Client / Kunde . File No./Sagnr.  Report No. / Rapport nr.
Vandborg Karosserifabrik 61384 uTo1
Contractor / Entreprengr Date / Dato Page / Side
feb-mar.15 1 of/af 1
Object / Objekt Drawing No. / Tegning nr.
Rek nr :Lemvig Sejiklub -
Kransgjle 10ars Eftersyn. Material / Materiale
CS
Supplementary information (without liability, see note) / Supplerende oplysninger (uden ansvar, se note)
. | Weld process 111 121 141 135/131 136/138 311 Other
o . R
% Svejseproces O SMAW O SAW O GTAW O GMAW FCAW O OFW O Andet
5 | Weld preparation / Fugegeometri Other / Andet | PWHT / Varmebehandling | Time of examination / Tidsp. for unders.
g O0x Oy OuOv Ok O XFw 0 Yes No 124 Hours after welding
e Ja < Nej Timer efter svejsning
5 | Reinforcement As welded O Ground Surface condition | Ground 0 Smooth O Coarse
8 | Vulst hgjde <! Som svejst Slebet Overflade beskaffenhed Slebet Jeevn Grov
= ry .
g Examination procedure . Equipment type
s | Undersggelses procedure DS/EN ISO 17640:2011 Udstyr type D-20+
£ o -
§ | Accept criteria DS/EN SO 11666:2011 /2 Daaem N UL30-99
58 Accept kriterier Udstyr nr.
] heck
1 |Se s% o D20 Croos O % |Peesienintm™ &
@
w @
b -’Z‘ Straight beam probe / Normalhoved Angle beam probe / Vinkelhoved
§& : ——
£ A: SlUl . C: siui .
SK . : Jnr. :
ég NSK No./nr. 21301346 B NSK No./nr. - 01418494 D:mwb 71890 |E:
S% Type / Freq. 0/4MHz /  MHz | Type / Freq. 60 /4 MHz 70/ 4 MHz !/ MHz
©
£
g g Sensitivity setting / Felsomhedsindstilling Sensitivity setting / Falsomhedsindstilling
28 5 :
2 g | Basic sett. —ref. Basic sett. — ref. level
g £ level 39db db Gr. indst. — ref. level 38db 45db db
=g | Transfer Correction Transfer Correcti
= @ orrection
s g | Overfaringskorrekti 4db d | Oyerfaringskorrektion 4 db 4 do db
2 £ | Extra db for Extra db for scanning
g %’ scanning 10db do Ekstra db til scanning 10db 10db do
g 8 | Scanning level Scanning level
% 3_ Scanningsniveau 53 gb db Scanningsniveau 52db 9 db dp
2 o
L £ | Reference . Hole , _ Range _ . Disc _ Range _
§§ Reference DAC: y @=3mm Skala mm AVG: give 9 MM Skala ~ mm
< 'g'a Ref. block / Ref. blok Ref. block / Ref. blok Ref. block / Ref. blok Ref. block / Ref. blok
R Q [ Other / Andet
§% V1|::j NSK No./nr. 33186 V2 NSK No./nr. 33174 NSK No./nr. 33220
€2
< § | Scanning for longitudinal defects and lamination —>lla}e— Scanning for transverse defects
E ‘ch Scanning for leengdefejl og lagdeling 1= Scanning for tveerfejl
3 WA o~ | o
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Note: The grey fields supply available, relevant information for guidance only. The givi

=

Rep. marked / Rep. meerket | Check of / Kontrol af Enclosures / Bilag Inspect Cert. No./nr.
[ On object / P4 objekt | ] Grinding / Slibning None / Ingen i 0416-N2
[] On sketch / P4 skitse | [1 Repair/ Reparation |[] No./Antal Date / Dato

! 5 Gl 04.03.2015

Remarks / Bemaerkninger Inspectory lk?bé tor Cert. No. / nr.
PiajJepsen 0416-N2

Assistant/Afsistent Cert. No./ nr.

Nordisk Svejse Kontrol A/S | Hammeren 5 | 6715 Esbjerg N NSK UT 001 R5 19.02.15
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